
TEST UNIT OF MEASURE TEST METHOD TEST RESULTS

WEIGHT (OZ/SQ YD) FTM 5041 7.35oz

WIDTH (INCHES) VISUAL 60"

WEAVE VISUAL Plain

YARN COUNT (IN) VISUAL 50 x 36

GRAB TENSILE (LBS) FTM 5100 300 x 225

CROCKING AATCC-8 5 DRY/ 4 Wet

Spray Rating AATCC-22 100-100-90

Colorfastness to:

Laundering AATCC-61 - 1A 4 . 0

Light AATCC-16 4 . 0

Finish:  Coated DWR per MIL-C-43734 - S/S by MIL-DTL-32439 Type 3, Class 3

Technician:  N. Rivera

Date:  7/2/16

COMMERCIAL FABRIC SPECIFICATION SHEET
Product:  500D Cordura, Nylon

Color:  Solution Dyed Black


